
Durham Research Online

Deposited in DRO:

24 November 2014

Version of attached �le:

Published Version

Peer-review status of attached �le:

Peer-reviewed

Citation for published item:

Ganguly, A. and Rowan-Robinson, R.M. and Haldar, A. and Jaiswal, S. and Sinha, J. and Hindmarch, A.T.
and Atkinson, D. and Barman, A. (2014) 'Time-domain detection of current controlled magnetization damping
in Pt/Ni81Fe19 bilayer and determination of Pt spin Hall angle.', Applied physics letters., 105 (11). p. 112409.

Further information on publisher's website:

http://dx.doi.org/10.1063/1.4896277

Publisher's copyright statement:

c© 2014 American Institute of Physics. This article may be downloaded for personal use only. Any other use requires
prior permission of the author and the American Institute of Physics. The following article appeared in Ganguly, A.
and Rowan-Robinson, R. M. and Haldar, A. and Jaiswal, S. and Sinha, J. and Hindmarch, A. T. and Atkinson, D. A.
and Barman, A. (2014) 'Time-domain detection of current controlled magnetization damping in Pt/Ni81Fe19 bilayer
and determination of Pt spin Hall angle.', Applied Physics Letters, 105 (11), 112409 and may be found at
http://dx.doi.org/10.1063/1.4896277.

Additional information:

Use policy

The full-text may be used and/or reproduced, and given to third parties in any format or medium, without prior permission or charge, for
personal research or study, educational, or not-for-pro�t purposes provided that:

• a full bibliographic reference is made to the original source

• a link is made to the metadata record in DRO

• the full-text is not changed in any way

The full-text must not be sold in any format or medium without the formal permission of the copyright holders.

Please consult the full DRO policy for further details.

Durham University Library, Stockton Road, Durham DH1 3LY, United Kingdom
Tel : +44 (0)191 334 3042 | Fax : +44 (0)191 334 2971

https://dro.dur.ac.uk

https://www.dur.ac.uk
http://dx.doi.org/10.1063/1.4896277
http://dro.dur.ac.uk/13862/
https://dro.dur.ac.uk/policies/usepolicy.pdf
https://dro.dur.ac.uk


Time-domain detection of current controlled magnetization damping in Pt/Ni81Fe19
bilayer and determination of Pt spin Hall angle
A. Ganguly, R. M. Rowan-Robinson, A. Haldar, S. Jaiswal, J. Sinha, A. T. Hindmarch, D. A. Atkinson, and A.

Barman 

 
Citation: Applied Physics Letters 105, 112409 (2014); doi: 10.1063/1.4896277 
View online: http://dx.doi.org/10.1063/1.4896277 
View Table of Contents: http://scitation.aip.org/content/aip/journal/apl/105/11?ver=pdfcov 
Published by the AIP Publishing 
 
Articles you may be interested in 
Thickness dependence of spin torque ferromagnetic resonance in Co75Fe25/Pt bilayer films 
Appl. Phys. Lett. 104, 072405 (2014); 10.1063/1.4865425 
 
Inverse spin Hall effect in nanometer-thick yttrium iron garnet/Pt system 
Appl. Phys. Lett. 103, 082408 (2013); 10.1063/1.4819157 
 
Microscopic magnetic structuring of a spin-wave waveguide by ion implantation in a Ni81Fe19 layer 
Appl. Phys. Lett. 102, 022409 (2013); 10.1063/1.4775759 
 
Optimum condition for spin-current generation from magnetization precession in thin film systems 
Appl. Phys. Lett. 94, 152509 (2009); 10.1063/1.3119314 
 
Investigation of the rise time and damping of spin excitations in Ni 81 Fe 19 thin films 
J. Appl. Phys. 89, 6692 (2001); 10.1063/1.1357142 

 
 

 This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

129.234.189.81 On: Fri, 19 Sep 2014 14:24:37

http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/www.aip.org/pt/adcenter/pdfcover_test/L-37/747513526/x01/AIP-PT/Zaber_APLArticleDL_091714/aip_trial_banner.jpg/47344656396c504a5a37344142416b75?x
http://scitation.aip.org/search?value1=A.+Ganguly&option1=author
http://scitation.aip.org/search?value1=R.+M.+Rowan-Robinson&option1=author
http://scitation.aip.org/search?value1=A.+Haldar&option1=author
http://scitation.aip.org/search?value1=S.+Jaiswal&option1=author
http://scitation.aip.org/search?value1=J.+Sinha&option1=author
http://scitation.aip.org/search?value1=A.+T.+Hindmarch&option1=author
http://scitation.aip.org/search?value1=D.+A.+Atkinson&option1=author
http://scitation.aip.org/search?value1=A.+Barman&option1=author
http://scitation.aip.org/search?value1=A.+Barman&option1=author
http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://dx.doi.org/10.1063/1.4896277
http://scitation.aip.org/content/aip/journal/apl/105/11?ver=pdfcov
http://scitation.aip.org/content/aip?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/104/7/10.1063/1.4865425?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/103/8/10.1063/1.4819157?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/102/2/10.1063/1.4775759?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/94/15/10.1063/1.3119314?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/89/11/10.1063/1.1357142?ver=pdfcov


Time-domain detection of current controlled magnetization damping
in Pt/Ni81Fe19 bilayer and determination of Pt spin Hall angle

A. Ganguly,1,a) R. M. Rowan-Robinson,2,a) A. Haldar,1 S. Jaiswal,2 J. Sinha,1

A. T. Hindmarch,2 D. A. Atkinson,2,b) and A. Barman1,b)

1Thematic Unit of Excellence on Nanodevice Technology, Department of Condensed Matter Physics
and Material Sciences, S. N. Bose National Centre for Basic Sciences, Kolkata 700098, India
2Department of Physics, Durham University, South Road, Durham DH1 3LE, United Kingdom

(Received 22 August 2014; accepted 10 September 2014; published online 19 September 2014)

The effect of spin torque from the spin Hall effect in Pt/Ni81Fe19 rectangular bilayer film was

investigated using time-resolved magneto-optical Kerr microscopy. Current flow through the stack

resulted in a linear variation of effective damping up to 67%, attributed to spin current injection

from the Pt into the Ni81Fe19. The spin Hall angle of Pt was estimated as 0.11 6 0.03. The modula-

tion of the damping depended on the angle between the current and the bias magnetic field. These

results demonstrate the importance of optical detection of precessional magnetization dynamics for

studying spin transfer torque due to spin Hall effect. VC 2014 AIP Publishing LLC.

[http://dx.doi.org/10.1063/1.4896277]

Utilizing spin current1 for manipulating magnetization

in non-magnetic (NM)/ferromagnetic (FM) bilayer films is

of considerable interest for low power consumption in spin-

tronic devices. Spin current generated via the spin Hall

effect1–3(SHE) in large spin-orbit coupling NM materials has

drawn significant attention due to its technological potential

and fundamental interest. To understand the effect of spin

current due to SHE, it is important to estimate the conversion

efficiency between charge current and spin current which is

referred as spin Hall angle (SHA).4–8 The accuracy of the

SHA determined for various materials is still debated due to

the large variation in the values reported by different groups

for the same material. For example, the estimated value of

the SHA for Pt5,8–10 varies over a wide range (0.0037 to

0.16) as mentioned in other reports.4–6,11,12

In general, the spin-torque-induced ferromagnetic reso-

nance technique4,7 (ST-FMR) has been used to estimate the

value of SHA. With the ST-FMR technique, a NM/FM

bilayer film is excited using rf current and a response is

detected in the form of a dc voltage from the magnetic layer

using the spin torque diode effect.13,14 However, it is known

that the ST-FMR spectrum shape can be modified7 by

inverse spin Hall effect15–17 (ISHE) and line-width broaden-

ing can also result from thermal spin waves. These effects

may contribute to a significant error in the estimation of the

SHA. As an alternative to the ST-FMR technique, optical ex-

citation and detection method for determining SHA looks

very promising, which has not been explored so far. Here,

time-resolved magneto-optical Kerr effect (TR-MOKE)

microscopy18 was used to investigate the magnetic damping

and its modulation due to spin Hall spin torque in Pt/

Ni81Fe19 bilayer stack. The advantage of implementing TR-

MOKE was that the damping was measured directly in time

domain within the highly localized probe area (�1 lm2) due

to focused laser spot.19 It excluded any inhomogeneities or

variation due to larger area averaging and provided better

estimates of damping.19 A further advantage is that the

modal composition of the magnetization oscillations can be

observed in the time domain and the damping for each mode

can be assessed. Another benefit of using TR-MOKE was it

did not require any additional fabrication of waveguide on

the sample and only dc current was passed through the sam-

ple. Estimates of the value of the spin Hall angle for the Pt

layer were obtained from the experiment which are compara-

ble with those found in some of the existing literature.4–6,8

Thin film stacks of Pt(6.8 nm)/Ni81Fe19(12.7 nm)/

MgO(2.4 nm) were grown on a thermally oxidized Si [100]

substrate by dc/rf magnetron sputtering. The base pressure of

the chamber was �1.0� 10�7 Torr, and the deposition used

Ar gas at 1.14� 10�3 Torr. The MgO layer was an insulating

protective capping layer. The sample dimensions of

5� 1.5 mm2 were obtained by deposition through a rectangu-

lar shadow mask. Pt contact pads (15 nm thick) were depos-

ited at the two ends along the length of the sample for

electrical connections. The resistivities of the Pt and Ni81Fe19

were measured to be 15.0 and 36.0 lX cm, respectively. A dc

charge current (Idc) was applied along the length of the sam-

ple using a variable dc current source. An in-plane bias mag-

netic field H was applied at an angle h with respect to the

long axis of the sample. Due to negligibly small magneto-

crystalline anisotropy of Ni81Fe19 thin film, the magnetization

M was uniformly aligned along the direction of the bias mag-

netic field. Figure 1 shows a schematic of the sample and

measurement arrangement. A 400 nm laser with 17.0 mJ/cm2

of fluence and �100 fs pulse-width was used to excite the

magnetization dynamics in the sample while a 800 nm laser

with 2.1 mJ/cm2 of fluence and �80 fs pulse-width probed

the sample at different time delays with respect to excitation.

The experiments were performed at room temperature.

The direct current flowing in the bilayer sample was

expected to be distributed between Ni81Fe19 and Pt layers as

determined by the resistivity of each layer. Due to strong spin-

orbit interaction and impurity scattering within the Pt, electrons

with opposite spin polarity would be deflected in opposite
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directions, leading to spin accumulation at the interfaces and

giving rise to a spin current due to the SHE. Spin current

injected1 from the Pt into the adjacent Ni81Fe19 layer can exert

a torque upon the magnetization which is referred to as the

spin transfer torque (STT). This transfer of angular momentum

to the magnetization modifies the magnetization relaxation, s,
and can thereby modify the effective magnetic damping a. The

polarization of spin current, r̂, is determined by ĴC � n̂, where

ĴC is the applied charge current density and n̂ is the normal

vector to the interface plane. The interaction between spin cur-

rent and magnetization has been described by the modified

Landau Lifshitz Gilbert equation7 (LLG equation)

dm̂

dt
¼ �c m̂ � Hef fð Þ þ a m̂ � dm̂

dt

� �

þ �h

2el0MSt
JS m̂ � r̂ � m̂ð Þ; (1)

where the last term incorporates the STT.20–22 The direction

of STT is determined by ðm̂ � r̂ � m̂Þ and acts collinearly

with the effective damping, a, and can increase or decrease

the effective value of a depending on the polarity of r̂.This

modulation of the damping can be related to the injected

spin current density and the relative orientation of magnetic

moment with respect to current by the following equation:5

Da ¼ ða� a0Þ ¼ �hcJS sin h=2eMSt2pf ; (2)

where a0 is the original damping with zero dc current, Da is

the change in the damping (MOD), and JS is the spin current

density. The spin Hall angle, hSH, is given by JS=JC, defined as

JS=JC ¼ 4pfetMSDa=�hcJC sin h: (3)

Hence, by estimating the rate of MOD (Da=JC) experimen-

tally, we can evaluate JS=JC using Eq. (3).

Figure 2(a) shows the time-resolved Kerr rotation data

obtained from Pt/Ni81Fe19 bilayer film at H� 1.4 kOe,

h ¼ 0�, and Idc¼ 0. The data can be divided into three differ-

ent temporal regions. Region I (t< 0) shows negative time

delay where the sample is probed before excitation and the

sample shows steady magnetization due to external bias

magnetic field. Region II (up to few tens of ps) shows a sharp

demagnetization (500 fs) and a subsequent fast relaxation

due to spin lattice relaxation. This is followed by a slower

relaxation in region III and precession of magnetization

around its new equilibrium. In Region III, heat is diffused to

the substrate and to the surrounding, and the precession was

slowly damped. The analysis here mainly concentrates on

region III, which is the region of interest for estimating a.

The solid line in Fig. 2(a) is the bi-exponential background

of the damped oscillation shown in region III from which

relaxation times of 1.4 ps and 1.43 ns were obtained. Figure

2(b) shows the precessional data with the background sub-

tracted. A single mode oscillation decaying with time was

typically observed. The time-resolved data were fitted with a

damped harmonic function from which a was estimated as

a ¼ 1=2pf s, where f is the frequency of oscillation and s is

the relaxation time corresponding to oscillation of magnet-

ization. Figure 2(c) shows the fast Fourier transform (FFT)

spectrum of the data in Fig. 2(b) from which f was deter-

mined to be about 12.0 GHz. From Fig. 2(b), a was found to

be about 0.021. Figure 2(d) shows the time evolution of mag-

netization dynamics of Ni81Fe19 film of same dimensions.

From this, we found a to be about 0.016. The enhanced value

of a for Pt/Ni81Fe19 bilayer stack in comparison to a single

Ni81Fe19 layer may be explained by considering additional

loss due to spin pumping into the Pt layer, as well as due to

the d-d hybridization23 at the Pt/Ni81Fe19 interface.

The effect of the magnetic field on the magnetization

dynamics of the Pt/Ni81Fe19 bilayer is shown in Fig. 3.

Figure 3(a) shows the TR-MOKE data at various H values,

and Fig. 3(b) shows the corresponding FFT power spectra.

The precessional frequency f values obtained from Fig. 3(a)

are plotted as function of H in Fig. 3(c). The experimental

data points can be fitted using the Kittel formula

f ¼ c
2p

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
H H þ 4pMSð Þ

p
: (4)

A value for MS of 770 emu/cc was obtained from fitting and

a value for the gyromagnetic ratio c� 0.0185� 1011 Hz/T.

Figure 3(d) shows a plot of a as a function of frequency f. It

FIG. 1. Schematic diagram of the sample and the experimental geometry.

FIG. 2. (a) Time-resolved Kerr rotation data for Pt/Ni81Fe19 bilayer film at

H� 1.4 kOe, Idc¼ 0, and at h ¼ 0�. (b) Precessional part of the time-

resolved data. (c) Fast Fourier transform (FFT) spectrum of Fig. 2(b). (d)

Time-resolved Kerr rotation data from a single Ni81Fe19 layer of equal

dimensions as that in the bilayer film.
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is observed that a remains almost constant over a range

of frequency between 8.5 to 15 GHz, from which it is

inferred that in this sample, extrinsic phenomena,24 such as

two magnon scattering, do not contribute to the effective

damping.

In order to investigate the effect of spin torque on damp-

ing, a dc current was passed through the stack. Figure 4(a)

shows the time-resolved magnetization precession at different

current densities (JC) varying from �1.11� 1010 A/m2 to

þ1.11� 1010 A/m2 with a magnetic field, H� 1.2 kOe

applied at an angle of h¼ 90� to the current flow. A variation

in a of up to 67% as compared to its intrinsic value was

observed for positive and negative values of JC up to

1.11� 1010 A/m2. Significantly, for positive JC, the damping,

a decreases whereas for negative JC, a increases. The

observed sensitivity of MOD on the sign of JC suggests that

the origin is related to the injected spin current due to SHE

from the Pt layer, which depends on the current polarity.

Joule heating produced by the application of a dc current

would only induce an increase in a with respect to its zero

current value and show no polarity dependence. Thus, the

results suggest that Joule heating has a negligible influence on

the magnetization dynamics in the Pt/Ni81Fe19 bilayer. In Fig.

4(b), the variation of effective value of a with JC is shown for

H� 1.2 kOe where the field is orientated at h¼ 0�, 45�, and

90� with respect to the current axis. At h ¼ 0�, a remains

almost constant for all JC, indicating that there is no net tor-

que on the magnetization. More interestingly, for h ¼ 45�

and 90�, a clear linear MOD is observed. The slopes of the

linear fit to the current density dependence of MOD deter-

mined for h¼ 90� and 45� are 1.24� 10�13 m2/A and

8.14� 10�14 m2/A, indicate that the MOD depends not only

on the polarity of JC but also on magnetization orientation

with respect to the current. The above observations further

support the notion of spin torque acting on the Ni81Fe19 layer

due to SHE from Pt layer leads to MOD. By extracting the

values of Da=JC obtained from Fig. 4(b) for h ¼ 45� and 90�

and using in Eq. (3), we estimate spin Hall angle, hSH, to be

0.11 6 0.02 and 0.11 6 0.03, respectively. From these values,

an average value for hSH 0.11 6 0.03 is calculated which is

within the upper bound (<0.16) of the values reported in the

literature.4–6,8 Here, the observed value of hSH is on the higher

side which may be related to some aspect specific to the sam-

ple (transparency of the Pt/NiFe interface, Pt microstructure,

substrate, etc.) as well as the different methodology (TR-

MOKE) used to estimate the same. Figure 4(c) shows the var-

iation of frequency as a function of JC. A decrease (red shift)

in the precessional frequency, f, with increasing magnitude of

JC was observed and was more or less symmetric with respect

to zero current. Previously, a red shift in frequency with

JC was explained by considering the reduction in effective

magnetization of the material because of magnetic

FIG. 3. (a) Time-resolved Kerr rotation for Pt/Ni81Fe19 bilayer film at differ-

ent bias field values (H) at Idc¼ 0 and h ¼ 0�. (b) The corresponding FFT

spectra. (c) Variation of experimental precession frequency (f) with H (sym-

bol) and fit to the Kittel formula (solid line). (d) Variation of a as a function

of f.

FIG. 4. (a) Time-resolved magnetiza-

tion precession at different dc charge

current densities, Jc, for h ¼ 90�

obtained from the TR-MOKE experi-

ment. Symbols represent the experi-

mental data points, and solid lines are

the theoretical fits. (b) The variation of

a with Jc for magnetic fields oriented

at angle h¼ 0�, 45�, and 90� with

respect to the current direction. (c)

Variation of the precessional frequency

f with Jc for h¼ 45� and 90�.
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fluctuation25 due to Joule heating. However, the change in f
with current should not affect a as is shown in Fig. 3(c) or the

estimation of hSH.

In summary, using an all-optical excitation and detec-

tion technique, the magnetization dynamics in a Pt/Ni81Fe19

bilayer was studied. A spin transfer torque was indicated in

Ni81Fe19 via a current dependent modulation of the effective

damping which is attributed to the spin Hall effect from the

Pt underlayer. A linear modulation of the damping up to

67% was observed as a function of current density, to an ex-

perimental limit of 1.11� 1010 A/m2. An average spin Hall

angle for Pt was estimated from analysis of the data to be

about 0.11 6 0.03. A larger modulation of damping may be

observed by increasing the current density, allowing the

determination of hSH with greater precision. These results

will help in understanding the role of spin Hall effect in

affecting magnetization dynamics.

We gratefully acknowledge financial support from

Department of Science and Technology, Government of

India and the British Council for the DST-UKIERI joint

project, Grant No. DST/INT/UK/P-44/2012. A.B.

acknowledges financial support from DST under Grant No.

SR/NM/NS-09/2011(G).

1S. Takahashi and S. Maekawa, Sci. Technol. Adv. Matter. 9, 014105

(2008).
2V. E. Demidov, S. Urazhdin, E. R. J. Edwards, and S. O. Demokritov,

Appl. Phys. Lett. 99, 172501 (2011).
3S. Zhang, Phys. Rev. Lett. 85, 393 (2000).
4L. Q. Liu, T. Moriyama, D. C. Ralph, and R. A. Buhrman, Phys. Rev. Lett.

106, 036601 (2011).
5L. Liu, R. A. Buhrman, and D. C. Ralph, e-print arXiv:1111.3702v3

(2011).

6K. Kondou, H. Sukegawa, S. Mitani, K. Tsukagoshi, and S. Kasai, Appl.

Phys. Express. 5, 073002 (2012).
7A. Ganguly, K. Kondou, H. Sukegawa, S. Mitani, S. Kasai, Y. Niimi, Y.

Otani, and A. Barman, Appl. Phys. Lett. 104, 072405 (2014).
8K. Ando, S. Takahashi, K. Harii, K. Sasage, J. Ieda, S. Maekawa, and E.

Saitoh, Phys. Rev. Lett. 101, 036601 (2008).
9A. Azevedo, L. H. Vilela-Leao, R. L. Rodriguez-Suarez, A. F. L. Santos,

and S. M. Rezende, Phys. Rev. B 83, 144402 (2011).
10O. Mosendz, J. E. Pearson, F. Y. Fradin, G. E. Bauer, S. D. Bader, and A.

Hoffmann, Phys. Rev. Lett. 104, 046601 (2010).
11T. Kimura, Y. Otani, T. Sato, S. Takahashi, and S. Maekawa, Phys. Rev.

Lett. 98, 156601 (2007).
12T. Kimura, Y. Otani, T. Sato, S. Takahashi, and S. Maekawa, Phys. Rev.

Lett. 98, 249901 (2007).
13Y. Suzuki and H. Kubota, J. Phys. Soc. Jpn. 77, 031002 (2008).
14A. A. Tulapurkar, Y. Suzuki, A. Fukushima, H. Kubota, H. Maehara, K.

Tsunekawa, D. D. Djayaprawira, N. Watanabe, and S. Yuasa, Nature 438,

339 (2005).
15K. Ando, Y. Kajiwara, S. Takahashi, S. Maekawa, K. Takemoto, M.

Takatsu, and E. Saitoh, Phys. Rev. B 78, 014413 (2008).
16K. Harii, K. Ando, H. Y. Inoue, K. Sasage, and E. Saitoh, J. Appl. Phys.

103, 07F311 (2008).
17H. Nakayama, K. Ando, K. Harii, Y. Kajiwara, T. Yoshino, K. Uchida,

and E. Saitoh, IEEE Trans. Magn. 46, 2202 (2010).
18A. Barman and A. Haldar, in Solid State Physics, edited by R. E. Camley

and R. L. Stamps (Academic Press, Burlington, 2014), Vol. 65, pp. 1–108.
19I. Neudecker, G. Woltersdorf, B. Heinrich, T. Okuno, G. Gubbiotti, and C.

H. Back, J. Magn. Magn. Mater. 307, 148 (2006).
20S. Kasai, K. Kondou, H. Sukegawa, S. Mitani, K. Tsukagoshi, and Y.

Otani, App. Phys. Lett. 104, 092408 (2014).
21L. Liu, C. F. Pai, Y. Li, H. W. Tseng, D. C. Ralph, and R. A. Buhrman,

Science 336, 555 (2012).
22P. Yan, X. S. Wang, and X. R. Wang, Phys. Rev. Lett. 107, 177207

(2011).
23S. Pal, B. Rana, O. Hellwig, T. Thomson, and A. Barman, App. Phys. Lett.

98, 082501 (2011).
24J. A. King, A. Ganguly, D. M. Burn, S. Pal, E. A. Sallabank, T. P. A.

Hase, A. T. Hindmarch, A. Barman, and D. Atkinson, Appl. Phys. Lett.

104, 242410 (2014).
25V. E. Demidov, S. Urazhdin, E. R. J. Edwards, M. D. Stiles, R. D.

McMichael, and S. O. Demokritov, Phys. Rev. Lett. 107, 107204 (2011).

112409-4 Ganguly et al. Appl. Phys. Lett. 105, 112409 (2014)

 This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

129.234.189.81 On: Fri, 19 Sep 2014 14:24:37

http://dx.doi.org/10.1088/1468-6996/9/1/014105
http://dx.doi.org/10.1063/1.3655908
http://dx.doi.org/10.1103/PhysRevLett.85.393
http://dx.doi.org/10.1103/PhysRevLett.106.036601
http://arxiv.org/abs/1111.3702v3
http://dx.doi.org/10.1143/APEX.5.073002
http://dx.doi.org/10.1143/APEX.5.073002
http://dx.doi.org/10.1063/1.4865425
http://dx.doi.org/10.1103/PhysRevLett.101.036601
http://dx.doi.org/10.1103/PhysRevB.83.144402
http://dx.doi.org/10.1103/PhysRevLett.104.046601
http://dx.doi.org/10.1103/PhysRevLett.98.156601
http://dx.doi.org/10.1103/PhysRevLett.98.156601
http://dx.doi.org/10.1103/PhysRevLett.98.249901
http://dx.doi.org/10.1103/PhysRevLett.98.249901
http://dx.doi.org/10.1143/JPSJ.77.031002
http://dx.doi.org/10.1038/nature04207
http://dx.doi.org/10.1103/PhysRevB.78.014413
http://dx.doi.org/10.1063/1.2837869
http://dx.doi.org/10.1109/TMAG.2010.2042150
http://dx.doi.org/10.1016/j.jmmm.2006.03.060
http://dx.doi.org/10.1063/1.4867649
http://dx.doi.org/10.1126/science.1218197
http://dx.doi.org/10.1103/PhysRevLett.107.177207
http://dx.doi.org/10.1063/1.3559222
http://dx.doi.org/10.1063/1.4883860
http://dx.doi.org/10.1103/PhysRevLett.107.107204

