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Transverse field muon-spin rotation measurement

of the topological anomaly in a thin film of MnSi
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Chilton, Didcot, Oxfordshire, OX11 0QX, United Kingdom

We present the results of transverse-field muon-spin rotation measurements on an epitaxially
grown 40 nm-thick film of MnSi on Si(111) in the region of the field-temperature phase diagram
where a skyrmion phase has been observed in the bulk. We identify changes in the quasistatic
magnetic field distribution sampled by the muon, along with evidence for magnetic transitions
around T ≈ 40 K and 30 K. Our results suggest that the cone phase is not the only magnetic
texture realized in film samples for out-of-plane fields.

PACS numbers: 12.39.Dc, 76.75.+i, 74.25.Uv

There has been a flurry of recent interest in the physics
of the skyrmion as an example of a topological excita-
tion in condensed matter.1 The simplest example of a
skyrmion may be derived from a sphere studded with ra-
dially directed arrows. The skyrmion is formed via the
stereographic projection of the arrows onto a plane while
keeping their orientations fixed. The clearest evidence
for the existence of the skyrmion is in the spin texture
of magnetic systems and in recent years a number of ad-
vances have demonstrated the existence, not only of mag-
netic skyrmions, but also their ordering into a skyrmion
lattice (SL).2–11 In bulk samples the SL has been ob-
served in only a restricted region of the applied field-
temperature phase diagram of magnetic systems, known
as the A-phase. However, it has been shown that the SL
phase is stabilized over an extended region of the phase
diagram in bulk samples that have been thinned.6,12 This
motivated the search for skyrmions in epitaxially grown
thin film systems. However, the unambiguous identifica-
tion of the SL in such samples has been challenging.

When a magnetic field is applied along the [111] di-
rection below the critical temperature T bulk

c = 29.5 K,
bulk MnSi hosts four magnetically ordered phases, char-
acterized by critical fields2 Bc1 ≈ 0.1 T and Bc2 ≈ 0.5 T.
Below a critical field Bc1 the spins order helically with a
q vector parallel to the applied field; for Bc1 < B < Bc2

the spins order conically; and when B > Bc2 the spins
order ferromagnetically. In addition, for Bc1 < B < Bc2

there exists a wedge-shaped A-phase region close to
T bulk
c (centered around T = 28 K and an applied field

Bapp=150 mT), which hosts the SL.2,12 As with other
B20 systems when compared to the bulk, the SL was re-
ported to exist over an extended region in thinned sam-
ples of thickness12 ≈ 50 nm and also in nanowires.13 Sub-
sequently, a report of topological Hall effect (THE) mea-
surements and Lorentz transmission electron microscopy
(TEM) on epitaxially grown thin-film samples suggested

that the skyrmion phase was significantly enlarged in
field and temperature14 as might be presumed from com-
parison between the phase diagrams of bulk samples and
those that have been thinned. However, subsequent mi-
croscopy work15 challenged the notion that skyrmions
are present in the thin film samples, leading to the claim
that the extended phase region responsible for the THE
response was, in fact, the magnetic cone phase.16 There
have also been several experimental and theoretical in-
vestigations of thin-film MnSi17,19–22 suggesting, in par-
ticular, that the ground state magnetic structure prop-
agates along the [111] direction.19 Further, it was sug-
gested that in out-of-plane fields no first-order magnetic
transition is observed that would indicate the appearance
of skyrmions and that the cone magnetic structure is the
thermodynamically stable phase for out-of-plane applied
magnetic fields with B < Bc2.

22

In view of the controversy, there is value in using al-
ternative experimental techniques to probe the physics of
the magnetic field configurations in thin film samples. To
this end, we report the results of transverse-field muon-
spin rotation (TF µ+SR) measurements23 on a thin-film
sample of MnSi. We probe the local magnetic field distri-
bution in the region giving rise to the reported anoma-
lous topological response in Hall measurements. Here
we show that several discontinuous changes in the field
distribution are observed in the T=20–40 K region sug-
gesting that the magnetic structure changes significantly,
and indicating that the cone phase is unlikely to be the
only magnetically ordered phase stabilized in these films.

A MnSi thin film sample was prepared by molecu-
lar beam epitaxy (MBE) on Si(111) substrates as de-
scribed in the supplemental information.24 To character-
ize the film, a series of static magnetization measure-
ments was made by applying the magnetic field along
the MnSi[111] direction. The Curie temperature T film

c ,
defined as the knee point of the M -T curve [examples



2

(a) (b) M B-

M T-

FIG. 1. Magnetometry measurements for the 40 nm-thick
MnSi thin film. (a) Magnetization as a function of field at
different temperatures. (b) Phase boundaries identified by
Bc2 and Tc. Inset: Field-cooled magnetization curve in an
applied of 150 and 220 mT.

shown inset Fig. 1(b)] is found to be T film
c = 42.3(2) K,

which is consistent with the values previously reported
for epitaxial MnSi films.14,17,19–22 The difference between
this value and that of the bulk is largely attributable to
tensile strain induced by the −3% lattice mismatch be-
tween the MnSi film and the Si substrate, as discussed
previously.17 The M -B curves [Fig.1(a)] were measured
at different temperatures after field-cooling from 300 K in
an applied field of 2 T. The Si substrate provides a large
diamagnetic background at low temperatures below Tc

which, along with contributions from unsaturated MnSi
moments at high field,26 results in a linear field depen-
dence which we subtract from the data. The saturation
magnetization Ms at 5 K is found to be 0.41(3)µB/Mn,
consistent with bulk behavior26,27 but different from the
behavior found in films that are thinner than 10 nm.17

The shape of the curves is consistent with previous stud-
ies on epitaxial MnSi films with applied field directed
out-of-plane.14,22 This contrasts with field in-plane con-
figuration (not shown), in which a sharp phase transi-
tion can be identified at lower fields in the susceptibility
curves. (This effect appears to indicate that the system
undergoes different evolutions of the magnetic structure
in the two distinct geometries.) The kink in the hystere-
sis loops reported in Ref. 14 appears very weak, but can
be seen in data measured between 600-800 mT for 10 K,
20 K, and 30 K.

The transition from the conical phase to the field-
polarized phase at an applied field Bc2 can be extracted
from the M–B curves at the point where dM/dB = 0.
The values of Bc2 are found to be slightly higher than
the intrinsic values reported previously, and this may be
caused by demagnetization effects17 due to the irregular
sample shape used in our magnetometry measurements.
Figure 1(b) shows the upper boundary of the phase dia-
gram depicted by a series of Tc values from M -T curves,
and Bc2 values from M -B curves, inside which the non-
trivial spin textures may appear.

TF µ+SR measurements were made on the MnSi sam-
ple using the Low Energy Muon (LEM) beamline at
SµS.18,24 Applied magnetic fields were directed perpen-
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FIG. 2. Fourier transform µ+SR spectra measured for a MnSi
film in an applied field of Bapp = 149 mT for muons implanted
into the center of the MnSi layer in the film. The skyrmion
A-phase region in the bulk is found between 26 . T . 30 K
[spectra (d-f)]. Note the change of scale in panels (i-l).

dicular to the surface of the sample (i.e. along [111]). Our
use of TF µ+SR to probe the SL is analogous to its use
in probing the vortex lattice (VL) in a type II supercon-
ductor, where the technique provides a powerful means of
measuring the internal magnetic field distribution caused
by the presence of the magnetic field texture.28 We have
previously used this technique to probe the SL region in
bulk Cu2OSeO3.

29 In a TF µ+SR experiment, spin po-
larized muons are implanted in the bulk of a material in
the presence of a magnetic field Bapp, which is applied
perpendicular to the initial muon spin direction. Muons
stop at random positions on the length scale of the field
texture where they precess about the total local magnetic
field B at the muon site, with frequency ω = γµB, where
γµ = 2π × 135.5 MHz T−1. The observed property of
the experiment is the time evolution of the muon spin
polarization Px(t), which allows the determination of the
distribution p(B) of local magnetic fields across the sam-
ple volume via Px(t) =

∫

∞

0
dB p(B) cos(γµBt+φ) where

the phase φ results from the detector geometry.
Our TRIM.SP calculations24 predict that an incident

energy of E = 5 keV leads to fairly symmetrical implan-
tation profile of muons, with a maximum ≈ 25 nm below
the surface of the 40 nm-thick MnSi layer with FWHM
width ≈ 20 nm, such that >95% of muons are implanted
in the MnSi film. TF µ+SR measurements were made in
an applied magnetic field of Bapp = 149 mT after pre-
cooling in this field. This field was chosen as it is known
to promote the SL phase in the bulk material. Exam-
ple Fourier transform spectra, whose spectral weight is
proportional to p(B), measured as a function of tem-
perature are shown in Fig. 2. At high temperatures we
observe the response of muons precessing in the applied
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FIG. 3. Results of fitting the time domain spectra measured
in applied field of Bapp = 149 mT and implantation energy
E = 5 keV. (a) Relaxation rate σ; (b) average magnetic field
B0. Dashed vertical lines show the positions of the criti-
cal temperatures found in films T film

c = 40 K and the bulk
T bulk
c = 29.5 K. The bar indicates the phases found in the

bulk at 150 mT. The dashed horizontal line shows Bapp. Inset
shows the muon Knight shift K as a function of χ = µ0M/B.

field Bapp = 149 mT. On cooling below 60 K the observed
lineshape broadens considerably, with its mean B0 shift-
ing to fields lower than Bapp. The lineshape also becomes
slightly skewed, with additional spectral weight shifting
to lower fields. The lineshape is seen to broaden further
below the 30 K A-phase boundary observed in the bulk,
and again below 20 K. It is notable that the spectral lines
observed in our film sample seem somewhat less well re-
solved than those seen in a bulk sample.25 This, along
with the increased Tc observed in MnSi films, might be
ascribable to strain effects in the films.

The spectra were fitted in the time domain to a polar-

ization function Px(t) = ae−σ2t2 cos(γµB0t + φ), where
φ are phases resulting form the detector geometry, and
a is a fixed amplitude. The evolution of (a) the relax-

ation rate σ = γµ

√

〈(B −B0)
2〉/

√
2, arising from those

muons stopping in MnSi, and (b) the average magnetic
field B0 that they experience, are shown in Fig. 3. The
relaxation rate σ [Fig. 3(a)] is seen to slowly increase
with decreasing temperature below 100 K, with the rate
of increase becoming larger below 60 K. There is a cusp
in the curve at 40 K, with the width remaining approx-
imately constant in the region between 40 K and 30 K.
At 30 K, the relaxation rate σ jumps in magnitude, and
increases sharply once again below 20 K. Although a
smooth increase in σ below T film

c might be predicted on
the grounds of an increase in the ordered moment of the
system with decreasing temperature in the ordered phase,

the observed discontinuities are not be expected in a typ-
ical ordered magnet. The average field B0 [Fig. 3(b)] is
close to the applied field in the high temperature regime
around 100 K, but is seen to decrease with decreasing
temperature above T film

c , before reaching a sharp min-
imum at 40 K. It then increases in the ordered regime
until B0 ≈ Bapp below T ≈ 30 K.

A temperature scan carried out at a larger applied field
of 220 mT (at the same 5 keV implantation energy) was
found to show the same trends above 40 K. The larger
relaxation rates measured in these data are more diffi-
cult to fit and consequently more scatter is seen at low
temperature, but the data are suggestive of similar fea-
tures as those seen at 149 mT. Finally, a scan carried out
for Bapp = 149 mT, but at a muon implantation energy
E = 1.3 keV allows us to probe the response of muons
implanted near to the surface of the film. In this case sim-
ilar features are again seen down to 40 K, below which
the broad signal lineshapes become difficult to fit.24

Each of the features seen in the TF µ+SR may be cor-
related with those observed previously using other tech-
niques in bulk and thin film samples of MnSi. We note
that the general trend in B0 above T film

c is accounted for
by the effect of the increase in magnitude of the hyper-
fine coupling with decreasing temperature in the para-
magnetic regime near the transition, as has previously
been observed in Knight shift measurements.30 In fact,
correcting the shift for the Lorentz field and the demag-
netizing field gives the Knight shift shown inset in Fig. 3,
which when plotted against χ ≈ µ0M/B, measured at
B = 150 mT, allows us to estimate a contact hyperfine
coupling of A = −0.95(5) mol emu−1, consistent with
previous measurements.25

In the bulk, the magnetic transition from the param-
agnetic to the skyrmion phase occurs in these applied
fields at around31 T bulk

c = 30 K, where we see a jump
in the µ+SR relaxation rate σ and change in behavior of
the peak field B0. In addition, the film ordering transi-
tion T film

c , identified from magnetometry and the onset
of a sizeable response from the THE14, occurs at 40 K,
where we see a knee in the evolution of σ and the maxi-
mum shift in B0. Finally, THE measurements also show
a transition or crossover below the 15–20 K region, re-
sulting in a small or negative THE signal, which coincides
with a further jump in σ. We note that in the muon data
the lineshape broadens further still at low temperatures,
possibly reflecting the increased ordered moment size.

The original interpretation of the THE data14 was
based on the assumption that a large response was the
result of the scattering of carriers from a topologically
non-trivial spin texture, identified with the SL phase. In
view of the controversy surrounding the observation of
skyrmions using Lorentz TEM15, an alternative interpre-
tation was suggested,16 which attributed the topological
contribution to the Hall effect to additional scattering of
charge carriers arising intrinsically in the magnetic cone
phase. (It was also noted that the lack of any clear transi-
tion being observed in the Hall effect data prevented the
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FIG. 4. The p(B) distribution in an applied field of Ba =
150 mT. (a) Helical and conical magnetic structures. (b) The
p(B) distribution for the SL magnetic structure with lattice
constants Lsk = 8.5 nm and 18 nm. (c),(d) field distributions
at stopping sites 0 and 1 respectively, for the SL structure.

signal being attributed to a separate magnetic phase.16

However, it is also worth noting that although the signal
is dominated in many films by a feature in the anomolous
Hall signal that prevent the transition being observed,
the transition can be seen in thinner films.) Our results
suggest that the magnetic properties of this system are
unlikely to be accounted for simply via effects arising
from a single magnetic cone phase, but rather suggest
transitions in the nature of the field distribution occur-
ring at T film

c ≈ 40 K, T bulk
c ≈ 30 K and possibly below

20 K. Since the T = 30 and 20 K features do not have
a counterpart in the magnetization measurements, they
presumably do not involve a sizeable rearrangement of
the net component of the magnetization along the field
direction. However, the changes in muon lineshape, re-
flected in the linewidth σ and static field shift in B0, that
we observe below T film

c are suggestive of changes in the
distribution of magnetic fields at the muon sites. This
could suggest sizeable changes to the contact hyperfine
fields or to the nature of the dynamics. In the case of the
latter, for example, a freezing of relaxation channels in
the fast-fluctuation limit could lead to an increase in σ
on cooling. However, given the change in lineshape with
temperature, the shift in B0 in the 30 ≤ T ≤ 40 K region
and the fact that a transition around 30 K is known to oc-
cur in the bulk, we believe the most likely explanation is
that the features observed imply changes in the ordered
spin structure (which itself would likely also involve a
change in hyperfine fields and dynamics).
To assess the evidence for the existence of skymions

in this system, we have carried out simulations of the
predicted muon lineshape in order to compare the ex-
pected signal for a cone, helical and skyrmion lattice
phases. The local magnetic field distributions were gen-
erated following the procedure outlined in Ref. 29. We
generate helical and conical spin textures with propaga-

tion vectors oriented along the [111] direction. The SL
is generated with the skyrmion lattice plane perpendic-
ular to [111]. Helical and SL distributions are generated
as described previously29, while cone-phase distributions
are generated using22 m(r)/m0 = x̂ sin θ cos(q · r) +
ŷ sin θ sin(q · r) + ẑ cos θ, where cos θ = |B|/Bc2 and
B ‖ ẑ ‖ [111]. The magnetic moment is taken to be
0.4µB

32, Bc2 = 0.5 T (corresponding to T film
c ≈ 40 K22)

and the length scale of the helical25 and conical struc-
tures is taken to be 18 nm. For the skymion lattice
we consider lattice constants suggested in previous stud-
ies of both Lsk = 18 nm12 and 8.5 nm14, although
there is little difference between the two. We evaluate
dipole fields from the moment distributions along with
the contribution from the contact hyperfine field, calcu-

lated using25 Bc = 4VmolAHF

NVcell

∑N
j=1 m(rj), where Vmol is

the molar volume of Mn ions, Vcell is the unit cell volume,
AHF = −0.9276 mol/emu is the hyperfine coupling and
N is the number of Mn ions within one lattice constant
of the muon site. The field distribution p(B) sampled by
the muon ensemble has been shown to arise from muons
stopped in the 4a Wyckoff position. These give rise to
two magnetically distinct classes of site, conventionally
labelled sites 0 and 1.25

The predicted field distributions p(|B|) in an applied
field of Bapp = 150 mT, shown in Fig. 4(a,b), are seen
to be quite distinct in each phase. The cone magnetic
structure [Fig. 4(a)] involves a distribution of fields (re-
sulting from muons at site 1) and a sharp peak on the low
field side of the applied field (resulting from site 0). The
signal from the skyrmion magnetic structure [Fig. 4(b)]
shows significant broadening over that resulting from the
cone and helical magnetic structures. The shape remains
asymmetric, but is less skewed than the distribution ex-
pected from the conical structure. In addition, the con-
tribution from site 0 shows an asymmetric distribution,
with a sharp peak on the low field side of the applied
field. The features in the simulations are not apparent
in the measured data, which also includes, for example,
a background contribution from muons stopping in the
sample holder. We note, however, that spectra measured
in the region where the SL phase is observed in bulk MnSi
(26 . T . 30 K) do show a broadened field distribution
compared to those measured in the 30 . T . 40 K re-
gion, with some spectral weight shifted to fields below the
diamagnetic peak. It is also noticable that p(B) for the
cone structure involves a sizeable shift of the peak in spec-
tral weight to low fields and that, in the data, the value of
the field B0 recovers towards the applied field below 40 K
with the shift no longer apparent below T = 30 K. De-
spite these observations, it is not possible from the com-
parison of these simulations to the measured lineshapes
of Fig. 2, to make firm conclusions regarding the nature
of the spin structure in the films, nor to unambiguously
conclude whether skyrmions are present. Whatever the
case, it is unlikely that the changes that we see in the
T = 20–40 K region can be accounted for simply by a
single magnetic cone phase. It is also unlikely that our
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measurements could be explained via a single magnetic
phase with the formation of chiral domains of the form
discussed, e.g., in Ref. 33. In that case, we would expect
the muon response in the two domains to be different
(based on the behaviour of the bulk material25), result-
ing in a broadening compared to the single domain case.
However this would not, in itself, explain the succession
of changes in broadening we observe on cooling.

In conclusion, magnetization and TF µ+SR measure-
ments in thin film MnSi identify an ordering tempera-
ture at T film

c ≈ 40 K. The TF data also reveal signifi-
cant changes in the static field distribution that coincide
with the topological contribution to the Hall effect iden-
tified previously, and also with the the magnetic phase
boundaries observed in both the bulk and thin films. We

therefore suggest that there may be phase boundaries or
crossovers in behaviour in this system occurring around
T ≈ 20 K, 30 K and 40 K. Although our data do not
reveal a signature of the SL phase, it is unlikely that a
single cone phase could account for our results.
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