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Journal Name

The Theory of Thermally Activated Delayed Fluores-
cence for Organic Light Emitting Diodes.

T.J. Penfold∗a, F.B Diasb and A.P. Monkmanb

The interest in organic molecules exhibiting Thermally Activated Delayed Fluorescence (TADF)
has been reinvigorated in recent years owing to their potential to be exploited as emitters in highly
efficient purely organic light emitting diodes (OLEDs). However, designing new molecules that
exhibit efficient TADF is a non-trivial task because they would appear to require the optimisation
of a number of contrasting properties. For example these molecules must exhibit rapid conversion
between the singlet and triplet manifolds without the use of heavy elements to enhance spin-
orbit coupling. They should also display a large fluorescence rate, but simultaneously a small
energy gap between low lying singlet and triplet states. Consequently to achieve systematic
material design, a detailed understanding of the fundamental factors influencing the photophysical
behaviour of TADF emitters is essential. Towards achieving this goal, theory and computation is
playing a crucial role. In this feature article the recent progress in the theory of organic TADF
molecules in the context of OLEDs is presented, with a view of achieving a deeper understanding
of these molecules and driving systematic material design.

1 Introduction
The conventional view of molecular fluorescence is as a two step
process. An initial absorption generates an electronically excited
state, which subsequently, and ignoring all other possible path-
ways, decays radiatively into the electronic ground state. This is
known as prompt fluorescence. Fluorescence can, depending on
competing excited state processes, occur by a more complicated
route, the triplet manifold. In this case, the singlet excited state
state decays via intersystem crossing (ISC) into the triplet states.
Subsequently, if the phosphorescence and non radiative decay of
the triplet state is slow and the energy gap between the singlet
and triplet states is small enough (normally ≤0.2 eV), then a sec-
ond ISC, often called reverse intersystem crossing (rISC), back to
the singlet state occurs followed by emission. This is known as
delayed fluorescence (DF)1.

DF was first reported in solid uranyl salts by Perrin et al.2, and
later characterised in more detailed by Lewis et al.3 in rigid media
and Parker et al.4 using Eosin. The latter study is responsible for
its original name, E-type delayed fluorescence. In 2012 Adachi
and co-workers5, exploited the rISC mechanism of DF, renaming
it Thermally Activated Delayed Fluorescence (TADF), to harvest
the triplet states of molecules generated under electric excitation

a Chemistry- School of Natural and Environmental Sciences, Newcastle University, New-
castle upon Tyne, NE1 7RU, United Kingdom. tom.penfold@ncl.ac.uk
b Physics Department, Durham University, South Road, Durham, DH1 3LE, United
Kingdom.

within an Organic Light Emitting Diodes (OLEDs) and were able
to demonstrate high efficiency electroluminescence for the first
time using only organic molecules. This work has been the main
driving force for a significant research interest in developing new
emitters and understanding the photophysics of the TADF pro-
cess6–8.

The huge literature on new TADF emitters illustrates that to
date the design of new TADF molecules has largely focused upon
large-scale synthetic programs aimed at developing and then ex-
ploiting structure-property relationships. However, while these
can lead to incremental progress and simple design rules that can
be used to manipulate a specific property, such as the emission
or absorption wavelength, it is usually unsuccessful in simulta-
neously controlling all of the required photophysical properties.
This is, at least in part, due to the apparent contradictory re-
quirements of TADF emitters. Indeed, to achieve high efficiency
these emitters should have a large radiative rate, but also a small
gap between the lowest singlet and triplet states. The latter has
largely been achieved by charge transfer states, which minimises
the exchange energy and therefore the singlet-triplet gap. How-
ever this also leads to molecules with small radiative rates. This
example emphasises the importance of achieving a full under-
standing of the photophysical processes involved in TADF in order
to move forward with design.

The design of new molecules can also be achieved computa-
tionally, and has the potential to significantly speed-up the screen-
ing of potential emitters. Gomez et al.9 recently developed a vir-
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tual screening method with the capacity to explore the chemical
space of 1.6 million molecules. However, at the heart of these ap-
proaches are a number of criteria for specific molecular properties
and therefore as for experimental design, a detailed understand-
ing of the TADF mechanism must be achieved to optimise these
so called descriptors.

(a)$ (b)$ (c)$

Fig. 1 The structure (a), HOMO (b) and LUMO (c) of 3,7-PTZ-DBTO2.

In this feature article, recent theoretical work aimed at eluci-
dating a full understanding of TADF across a range of time- and
lengths scales is discussed. To retain the focus upon the mechanis-
tic aspects of TADF, this article focuses upon a single TADF emitter
composed of a phenothiazine donor and a dibenzothiophene-S,S-
dioxide acceptor (3,7-PTZ-DBTO2). This structure, highest occu-
pied molecular orbital (HOMO) and lowest unoccupied molecular
orbital (LUMO) are shown in Figure 110–12. While, this is not the
highest performing TADF emitter, it represents an excellent pro-
totype to illustrate the key concepts outlined below. For a more
detailed discussion about the range of TADF emitters, readers are
referred to ref.6, while for details regarding experimental photo-
physical characterisation, readers are referred to ref.8.

2 Kinetics of Thermally Activated Delayed
Fluorescence

Initial studies of TADF were interpreted in terms of the equilib-
rium model, first proposed by Parker et al.4 and later used by
Kirchhoff et al.13 to describe the TADF of Cu(I) metal organic
complexes. This assumes that kF << krISC, and therefore the
molecule spends sufficient time in the excited state for a equi-
librium to form between the singlet and triplet states involved.
The relative population of the two states can be expressed using
an equilibrium constant:

K =
[S1]

[T1]
=

krISC

kISC
=

1
3

exp
{
−

∆ES1T1

kBT

}
(1)

making it possible to find the rate of the whole TADF process
(kTADF ), i.e. rISC followed by fluorescence, as the product of the
amount of population in the S1 state and the rate limiting step,
i.e. kF ;

kTADF =
1
3

kF exp
{
−∆ES1T1

kBT

}
(2)

Importantly, this motivates a design procedure which is based
solely upon i) minimising ∆ES1−T 1 and ii) making the molecule
rigid to decrease nonradiative decay. While convenient, the key

assumption, i.e krISC >> kF , must be and often is broken to sup-
port new emitters with stronger fluorescence yields14,15. In this
regime, TADF must be cast in terms of a kinetic process16, which
ignoring non-radiative pathways is written:

dS
dt

=−(kF + kISC)[S]+ krISC[T ] (3a)

dT
dt

= kISC[S]− (kP + krISC)[T ] (3b)

dG
dt

= kF [S]+ kP[T ] (3c)

G, T and S represent the ground, triplet and singlet states, respec-
tively. kISC is the rate of ISC, krISC is the rate of rISC, kF is the
rate of fluorescence, kP is the rate of phosphorescence. This set of
linear differential equations can also be written as:dS/dt

dT/dt
dG/dt

=

−(kF + kISC) krISC 0
kISC −(kP + krISC) 0
kF kP 0


S(t)

T (t)
G(t)

 (4)

and integration of these kinetic equations, yielding the time-
dependent population of each of the electronic states is obtained
using:

P(t) = eMtP(0) (5)

where P(0) is the initial (t=0) population of each state and M is
the matrix operating on the excited state populations in Equation
4. This equation can now be used to extract the rate of important
processes from experimental data.
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Fig. 2 A fit (black solid line) using Equation 5 of the time-dependent
emission intensity (black circles) of 3,7-PTZ-DBTO2 (a) 10,11 and its
D-A-D analogue DPTZ-DBTO2 (b) both in toluene. The red line
corresponds to the time-dependent population of the triplet states. The
fits yields the following parameters kF =6.0×107 s−1, kISC =1.0×107 s−1,
krISC =1.4×106 s−1 for 3,7-PTZ-DBTO2 and (b) k f =3.0×107 s−1,
kISC =5.0×107 s−1, krISC =4.8×106 s−1 for DPTZ-DBTO2.

Indeed, Figure 2a shows the experimental emission decay of
3,7-PTZ-DBTO2 in toluene10 (black circles) plotted with a fit of
the time-dependent S1 population using Equation 5. The best
agreement is obtained using kF = 6×107 s−1, kISC =1×107 s−1
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and krISC =1.4×106, providing rates determined independently
but in good agreement with those reported in ref.11. Figure 2b
shows the corresponding emission decay for the D-A-D analogue,
DPTZ-DBTO2. This complex gives similar photophysics and ex-
cellent OLED performance >19 % external quantum efficiency
(EQE)17. In this case the best fit is achieved using kF =3.0×107

s−1, kISC =5.0×107 s−1, krISC =4.8×106 s−1, also in good agree-
ment with experimental observations17. Importantly, the similar-
ity in the photophysics of the two molecules demonstrates that
D-A-D-type molecules exhibiting intrinsically more efficient TADF
than corresponding D-A molecules18 cannot be assumed. The
advantage of this approach, compared to the usual approach of
fitting the prompt and delayed components with exponentials, is
that the rates can be extracted. In addition, as shown in Figure 2
(red trace), it naturally provides the time-dependent population
of the triplet states. These are important in the context of the
roll-off efficiency in OLEDs.

3 The Electronic Structure of TADF Emitters

The first step to understanding the characteristics of a particu-
lar TADF emitter is simulating the excited state properties at im-
portant geometries on the potential energy surface, such as the
ground and excited minima. For larger molecules, for which
most TADF emitters can be classed, time-dependent density func-
tional theory (TDDFT)19,20 is usually the method of choice due
to its appealing trade-off between accuracy and computational ef-
ficiency. However, the importance of charge-transfer states in the
TADF mechanism is at odds with the widely documented limita-
tion of TDDFT for simulating such excitations21. Consequently,
care must be taken when adopting commonly used functionals,
such as PBE0 and B3LYP, as they will underestimate the energy of
the CT states. This is most important for emitters involving states
of different character, for example a ππ∗ and CT state, because the
relative energy gap between them will be incorrect. In compari-
son for the energy gap between the singlet and triplet CT states,
although the absolute energy compared to the ground state will
be underestimated, their relative energy will be captured. This
is helped using TDDFT within the Tamm-Dancoff approximation
(TDA)22, which helps reduce problems associated with the triplet
instability23.

To address these limitations, Huang et al.24, adopted an ap-
proach whereby the exchange-correlation functional used was
determined using a charge-transfer index defined following an
analysis of the HOMO and LUMO orbitals. While the approach
has been reasonably widely applied25–27 and yielded qualitative
trends with experimental results, it is not an approach which
should be routinely adopted. Indeed, as each xc functional does
not only vary by the fraction of exact exchange, this approach will
not necessarily yield a consistent description of the excited state
properties between different systems where different functionals
are used.

An alternative approach, proposed by Penfold28 and later by
Sun et al.29 exploited optimally tuned range-separated function-
als. In range separated functionals, the amount of exact exchange

is weighted according to the inter electron distance, r12:

1
r12

= erfc(µ · r12) · r−1
12 +erf(µ · r12) · r−1

12 (6)

where erf(x) =
2√
π

∫ x
0 exp(−t2)dt and erfc(x) = 1− erf(x). This

provides the flexibility to include more exact exchange at large
electron-electron distances, overcoming the limitation of locality
for most exchange-correlation functionals in TDDFT. The optimal
tuning approach was initially proposed by Baer, Kronik, and co-
workers who varied µ in order to minimise the energy difference
between energy of the HOMO (εHOMO) and the first ionisation
potential (IP) of the neutral system and the energy difference be-
tween energy of the HOMO of the anionic system, εHOMO(N+1)
and the electron affinity (EA) of the neutral system.30. These
conditions are expressed as:

J0(µ) = |ε
µ

HOMO(N)+ IPµ (N)| (7a)

J1(µ) = |ε
µ

HOMO(N +1)+EAµ (N)| (7b)

Therefore the goal is to minimise the relationship:

J(µ) = J0(µ)+ J1(µ) (8)

The results obtained from the simulations in refs28,29 gave quan-
titative agreement with experimental observation. Although, it is
noted that the optimal value of µ is both molecule and geometry
dependent.

Figure 3 shows the experimental absorption spectrum of 3,7-
PTZ-DBTO2 in dichloromethane compared to the absorption
spectra calculated using the M062X (blue) and optimally tuned
LC-BLYP (red) functional. In both cases there is good agreement
between the calculated and experimental spectra making it pos-
sible to assign each of the features as a mixture of CT and locally
excited states on either the donor or acceptor groups. Through-
out this work, it has been found that the M062X functional31

provides a good description of the excited state properties of 3,7-
PTZ-DBTO2 and derivatives10.

The alignment of the important excited states plays a signifi-
cant role in TADF and is discussed in more detail in section 6,
Importantly, this can be dramatically altered by the embedding
environment. This is not so apparent from the absorption spec-
tra15,32, as absorption probes the dielectric response of a ma-
terial on the optical timescales, i.e. it depends on the polaris-
ability (charactered by squared refractive index) of the environ-
ment. Indeed, for environments with higher polarisability the
spectrum will be red shifted as observed in ref.32 for 4CzIPN
dissolved in toluene (n2=2.24), dichloromethane (n2=2.03),
ethanol (n2=1.85) and acetonitrile (n2=1.81). Similar trends are
also observed for the energy of the S1 CT state in 3,7-PTZ-DBTO2
in Table 1 (Sabs

1 ).
For emission the picture is somewhat different. Indeed, be-

cause emission probes the longer time dielectric response of the
solvent after excitation it is most sensitive to the polarity of the
environment. This is especially evident for TADF emitters because
of the large difference in the molecular dipole moment between
the ground and excited states associated with the CT state. The

Journal Name, [year], [vol.],1–10 | 3
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Fig. 3 The experimental absorption spectrum of 3,7-PTZ-DBTO2 in
dichloromethane (black dashed line) compared to the absorption
spectra calculated using the M062X (blue) and optimally tuned LC-BLYP
(red) functional. The inset shows J(µ) used in the tuning of the LC-BLYP
functional.

n2 ε Sabs
1 (eV) Sem

1 (eV) f
in Vacuo - - 3.61 2.65 0.0007

in Toluene 2.24 2.37 3.65 1.99 0.0003
in DCM 2.03 8.93 3.69 1.45 0.0002

in Ethanol 1.85 24.85 3.71 1.30 0.0001

Table 1 The energy of the S1 CT state at the ground (absorption) and S1
(emission) state geometries of 3,7-PTZ-DBTO2 as a function of solvent
polarity (ε). The oscillator strength (f) is calculated at the S1 (emission)
excited state geometry.

emission energy of 3,7-PTZ-DBTO2 is shown in Table 1, and the
solvent effect has been incorporated using a state specific polar-
isable continuum model33. In Vacuo, the emission occurs at 2.65
eV (467 nm) and corresponds to a Stokes shift derived entirely
from the structural changes of 3,7-PTZ-DBTO2 in its excited state
of ∼1.0 eV. Despite the large Stokes shift, the structural change
between the ground and excited state minima is relatively small.
The most significant change is an elongation of the C-N bond be-
tween the donor and acceptor units, which increases from ∼1.43
Å to∼1.48 Å. Importantly, because of the 1/R dependence for the
excitation energies of charge-transfer states this small structural
change is sufficient to account for the significant Stokes shift. The
other change is a nitrogen pyramidisation between the donor and
acceptor groups which goes from 130◦ to 100◦, although this has
a much smaller effect on the energy of the 1CT state.

Upon inclusion of a state-specific PCM model, which uses the
excited state density to calculate the solvent reaction field33, a
distinct solvation effect is observed with the emission energy de-
creasing significantly with increasing ε as expected. The emis-

sion in toluene, ∼1.99 eV, is in reasonable agreement with the
peak of the emission of 3,7-PTZ-DBTO2 which is approximately
∼2.05 eV11. Increasing the polarity of the solvent also decreases
the oscillator strength because the 1CT is further away from the
ππ∗ states associated with donor and acceptor groups, decreasing
their ability to mix, gaining oscillator strength.

Besides density functional based approaches, Marian has ex-
ploited a method based upon a combination of density functional
theory/multireference configuration interaction (DFT/MRCI),
originally designed by Grimme and Waletzke34 and later updated
by Marian et al.35. This was applied to study the excited state en-
ergetics of 3-(9,9-dimethylacridin-10(9H)-yl)-9H-xanthen-9-one
(ACRXTN). Importantly, the presence of multiple states of dif-
ferent character, nπ∗, ππ∗ and CT illustrated the limitations of
TDDFT, within the approximation of commonly used exchange
and correlation functional and emphasised the requirement for
great care has to be exercised when TDDFT calculations are em-
ployed to aid the experimental assignments.

4 Spin-Vibronic Mechanism for TADF
The crucial component, which is usually rate limiting in determin-
ing the lifetime of the triplet states and the TADF process is the
rate of rISC (krISC). Within the Condon approximation, i.e. de-
coupling electronic and vibrational motion, krISC between a sin-
glet (ψS) and triplet (ψT ) state can be described using Fermi’s
golden rule as:

k=
2π

3h̄Z ∑
f
|〈ψT |Ĥsoc|ψS〉|2 ∑

k, j
exp−βEk |〈νT k|νS j〉|2δ (ES−ET ). (9)

where ν are the vibrational energy levels and Ĥso is the spin-
orbit Hamiltonian. The δ function ensures the conservation of
the molecular energy for the nonradiative transition. Importantly
in this case, rISC is driven by direct SOC, i.e. only electronic
coupling, which has no dependency upon the vibrational degrees
of freedom.

Initial studies assumed that TADF occurred between the 1CT
and 3CT states, however theoretical considerations and experi-
mental evidence has clearly demonstrated that this picture is in-
sufficient. Firstly, SOC between two states of the same character
is forbidden36 as any change in spin must be accompanied by a
corresponding change in angular momentum, so that total angu-
lar momentum is conserved. If the states have the same charac-
ter, the requirement to have a change in angular momentum can-
not be fulfilled. Secondly, Monkman and co-workers15,37 showed
that the states involved in TADF could be independently tuned
by the environment and therefore they must be of different char-
acter. Subsequently, Ward et al.10 showed that different D-A-D
molecules with very similar energy gaps (∆ES1−T1 ) exhibit large
variations in krISC. They found that by sterically hindering the
motion of D and A group, the emission could be switched from
TADF to phosphorescence. This indicated a mechanism which
is dynamic in nature, in the sense that it depends on molecular
vibrations and must therefore go beyond the Condon approxima-
tion described in Equation 9.

These observations were explained by Gibson et al.12 who stud-

4 | 1–10Journal Name, [year], [vol.],

Page 4 of 10ChemComm

C
he

m
C

om
m

A
cc

ep
te

d
M

an
us

cr
ip

t

Pu
bl

is
he

d 
on

 1
6 

M
ar

ch
 2

01
8.

 D
ow

nl
oa

de
d 

by
 N

ew
ca

st
le

 U
ni

ve
rs

ity
 o

n 
20

/0
3/

20
18

 1
0:

44
:4

6.
 

View Article Online
DOI: 10.1039/C7CC09612G

http://dx.doi.org/10.1039/c7cc09612g


0.020

0.015

0.010

0.005

0.000

Po
pu

la
tio

n 
1 CT

0.50.40.30.20.10.0
Time (ns)

3LE 

1CT 

3CT 

ĤSOC
% Ĥvib

%

Fig. 4 Population kinetics of the 1CT associated with reverse
intersystem crossing after initially populating the 3LE state (see inset).
(a) 2,8-PTZ-DBTO2 (black), (b) 3,7-PTZ-DBTO2 (blue) and (c)
2,8-PTZ-DBTO2 without nonadiabatic coupling (red).

ied the rate of rISC in 3,7-PTZ-DBTO2 using quantum dynamics.
They found that there were three states, 1CT, 3CT and 3ππ∗ im-
portant to TADF and used them to set up a model Hamiltonian
to describe the mechanism of rISC. Figure 4 shows the popula-
tion kinetics of the 1CT for 0.5 ns after initial population of the
lowest triplet, 3ππ∗, state. The blue trace shows the dynamics of
3,7-PTZ-DBTO2, while the red trace shows the same dynamics,
but with the nonadiabatic coupling between the 3ππ∗ and 3CT
states removed. This shows that rISC is quenched in this case
and reveals the critical role of vibronic coupling between the two
triplet states for the 3ππ∗-1CT conversion. Importantly, this can-
not be described within first order perturbation theory, Equation
9. These simulations were subsequently supported by experimen-
tal observations38.

Instead TADF must be cast in terms of a spin-vibronic ISC mech-
anism. In this regime, the molecular excited states cannot be well
represented by a simple ladder of states, as depicted in a usual
Jablonski diagram. Instead, the interplay amongst spin, elec-
tronic and nuclear dynamics leads to mixing and consequently to
more complicated spin-vibronic levels. which promote efficient
rISC39. There are three main mechanisms for spin-vibronic ISC

I Vibrational spin–orbit, e.g. (∂ĤSO/∂Qα )Qα , in which the
size of the SOCME depends on the motion along a particular
nuclear degree of freedom, Qα . This is written to first order,
but of course higher-orders can be included if necessary.

II Spin-vibronic, T̂NĤSO, spin–orbit coupling with nonadia-
batic coupling between multiple states in the singlet man-
ifold.

III Spin-vibronic, ĤSOT̂N , spin–orbit coupling with nonadia-
batic coupling between multiple states in the triplet mani-
fold.

Although vibrational spin–orbit is formally different from the in-
teraction terms involving nonadiabatic coupling, in practice these

terms can hardly be told apart, and which terms dominate will de-
pend on the system under study. Gibson et al.12 concluded that
the third type was most important in 3,7-PTZ-DBTO2. Marian and
co-workers recently studied ACRXTN40 and ACRSA41 concluding
that vibrational spin-orbit was most important. Their work also
highlighted that this mechanism is not limited to particular types
of states or to only three states. Indeed, in ref.41 it was found
that CT, ππ∗ and nπ∗ states were all involved. The Hamiltonian
included 6 excited states and found a krISC ∼109s−1, one of the
largest rates reported.

16.8
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16.4

16.2

16.0

 ln
(k

rIS
C)

4.44.24.03.83.63.4

1000/T (K-1)

∆Ea
TADF = 0.04 eV

∆ES1-T1 = 0.06 eV

∆Ea
TADF = 0.03 eV

∆ES1-T1 = 0.10 eV

Fig. 5 Energy barrier for TADF, determined from the temperature
variation of krISC plotted against 1000/T (K−1) for two models which have
∆ES1−T 1 = 0.06 and 0.1 eV. In the case of the latter, the magnitude of
nonadiabatic coupling has been doubled to enable these simulations to
exhibit sufficient population transfer to S1 at lower temperatures (225 K).
Figure reproduced from ref. 42.

The spin-vibronic mechanism provides a unified understanding
of the experimental observations for TADF systems. However, it
does not lessen the importance of the energy gap between the
singlet and triplet states. Experimentally measuring this gap is
achieved using two approaches. The first extracts the gap by fit-
ting the integrated DF emission as a function of temperature. It
therefore gives a thermal activation energy derived from the Ar-
rhenius equation8. The second is the difference between the on-
set of the fluorescence to phosphorescence signals, i.e. the optical
gap. Importantly, it has been repeatedly found that the gap ex-
tracted from these two approaches are different, sometimes by
a much as 0.35 eV15. Indeed, larger differences were generally
found for the higher performing molecules. Adachi et al.43 pro-
posed that this difference is due to conformational changes occur-
ring during the rather long transient lifetime of the triplet excited
state. Here, coordinate dependent vibronic coupling, alters the
adiabatic energy gap between the T1 and S1 states. This corre-
sponds to the strong coupling limit in the pioneering paper of
Engleman and Jortner44.
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However recently, Gibson et al.42 proposed that the nonadia-
batic coupling associated with the spin-vibronic mechanism could
also play a significant role in this. Indeed, the nonadiabatic cou-
pling active in the spin-vibronic mechanism, forms an equilibrium
between the two lowest triplet states, T1 (ππ∗) and T2 (3CT),
which leads to significant population transfer, even without ther-
mal activation. This lowers the effective activation barrier for
TADF because, according to second-order perturbation theory, it
becomes dominated by the S1-T2 energy gap, rather than the S1-
T1 energy gap. This is shown in Figure 5 showing the activation
energy (∆Ea) for TADF, determined from the temperature varia-
tion of krISC plotted against 1000/T (K−1) for two models which
have ∆ES1−T 1 = 0.06 and 0.1 eV. In both cases ∆Ea is significantly
less than the energy gap. This explanation does not exclude the
conclusions of Adachi et al.43, in fact it is expected that to some
extent both will be operative. However, as it is desirable to min-
imise the reorganisation energy in these emitters for high device
performance, this nonadiabatic mechanism does offer an alterna-
tive design route.

5 Conformational and Regio- Isomerisation
Conformational and Regio- isomerisation are fundamental in
chemistry, with profound effects upon physical properties, how-
ever their role in excited state properties is less developed. The
use of a phenothiazine donor in 3,7-PTZ-DBTO2 means that it can
exhibit more than one stable conformer, with both the H-intra and
H-extra folded conformers of the phenothiazine possible. This
allows formation of parallel quasi-axial (ax) and perpendicular
quasi-equatorial (eq) conformers. The nomenclature of axial and
equatorial is taken from Stockmann et al.45 and is in reference to
the N-S axis and plane of the phenyl rings. The structure, HOMO
and LUMO orbitals of the axial form of 3,7-PTZ-DBTO2 is shown
in Figure 6, while the eq is shown in Figure 1. The main difference
is the delocalisation of the HOMO over the whole molecule for
the axial form. For the donor-acceptor-donor (D-A-D) molecules
there is also the possibility for the mixed conformer, in which one
donor is quasi-axial and the other quasi-equatorial.

(a)$ (b)$ (c)$

Fig. 6 The structure (a), HOMO (b) and LUMO (c) of quasi-axial
conformation of 3,7-PTZ-DBTO2.

Recently, dos Santos et al.46 reported that the confor-
mation of two D-A-D molecules, 2,7- bis(phenothiazin-10-
yl)-9,9-dimethylthioxanthene-S,S-dioxide (DPT-TXO2) and
2,7-bis(1-methylphenothiazin-10-yl)-9,9-dimethylthioxanthene-
S,S-dioxide (DMePT-TXO2) could be controlled by the polarity of
the environment and by the excitation energy. This shows how

subtle changes can have a large change on the conformations,
but most importantly these conformers exhibit very different
TADF performance.

Figure 7a shows the energy of the ground and S1 energies of the
ax and eq conformers and the transition state between them for
3,7-PTZ-DBTO2 at the optimised ground state geometry (D-A=
1.43 Å). At this geometry the energetics of the axial and equato-
rial conformers in the ground state are very similar and the most
favourable is likely to be strongly influenced by the environment.
The dipole moment of the equatorial form is greater, this will be
stabilised in polar environments. The barrier between them is >1
eV, meaning that the conformers are essentially locked. In the S1

state, at the ground state geometry, the equatorial form becomes
significantly more stabilised as the localisation of the HOMO and
the LUMO orbitals on the donor and acceptors groups respectively
makes it a purer CT state. As a consequence it also exhibits a
much smaller oscillator strength.
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Fig. 7 The energy of the ground and S1 energies of quasi-axial,
quasi-equatorial conformers and the transition state between them for
3,7-PTZ-DBTO2 at the ground state geometry (a) and excited state
geometry (b). The latter is generated by elongating the C-N bond
between the donor and acceptor groups by 0.05 Å.

The picture is somewhat different in the excited state geome-
try, where the C-N bond between the donor and acceptor groups is
elongated by 0.05 Å. In the ground state of this structure the bar-
rier between the two conformers is lowered by ∼0.4 eV, however
it remains too high for easy switching between the conformers. In
contrast in the excited state the axial form is only 0.24 eV lower
than the transition state. This lower barrier means that excess
energy, either in the form of heat or excess energy by optical exci-
tation, could switch the axial form into the equatorial conformer.
In ref.47, it was shown that different conformers can have sig-
nificantly different device performance and therefore considering
the potential for multiple conformers, which may or may not have
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different TADF performance is important in the context of devel-
oping efficient devices.

(a)$ (b)$ (c)$

Fig. 8 The structure (a), HOMO (b) and LUMO (c) of 2,8-PTZ-DBTO2.

The effect of regio-isomerisation was recently studied using
DPTZ-DBTO247 in which the donor group was linked to the
2,8- and 3,7-positions on the acceptor unit. The 2,8-PTZ-DBTO2
regio-isomer is shown in Figure 8, while the 3,7-PTZ-DBTO2 iso-
mer is shown in Figure 1. Although, as shown in Figure 4 (black),
the rate of rISC for 2,8-PTZ-DBTO2 is slightly faster than 3,7-
PTZ-DBTO2, the oscillator strength of the 1CT state for 2,8-PTZ-
DBTO2 is about half that of 3,7-PTZ-DBTO2, reflecting the π∗−n
and π∗−π coupling of each to the ground state. This is consistent
with a slower prompt fluorescence, but also a significantly slows
the delayed fluorescence lifetime and leads a poorer performance
in a device47.

6 The Environment Effect
The strong CT character of the excited state in TADF molecules,
places an strong emphasis upon understanding the role of the lo-
cal environment on TADF emitters.In a device context, the choice
of host is especially important as the strong local interactions be-
tween the excited state dipole moment of the emitter and the
dipole moment of the host can significantly change the emission
spectrum. Ishimatsu et al.48 performed one of the first studied
into the effect of the environment on the TADF properties us-
ing 1,2,3,5- tetrakis(carbazol-9-yl)-4,6-dicyanobenzene (4CzIPN)
in four different solvent; toluene, dichloromethane, ethanol, and
acetonitrile. They reported that krISC was significantly enhanced
in more polar solvents, due to a smaller ∆EST . While this reveals
the effect of polarity, in this case a solvent molecule is free to
reorganise around the excited state dipole moment of the TADF
emitter. Crucially, this is not the case in device relevant media,
i.e. an amorphous thin film organic solid, where the host is not
free to reorient.

While the general principles of Solid State Solvation effects
(SSSE) can be seen as analogous to liquid state solvation, the ster-
ically constrained motion of the hosts molecules gives rise to some
important differences. Indeed, this can give rise to strong, perma-
nent local electric fields, which will lead to the spectral shifts on
the level of individual molecules. But if the fields are random, as
one would expect in a completely amorphous solid, then, after av-
eraging over all the molecules in the film, there should be no net
shift in either the absorption or emission spectra. Consequently,
one might instead expect to observe a spectral broadening, due to
the increased dispersion in the absorption and emission energies
produced. However, if the molecular orientations are correlated,

a net spectral shift could occur49–51. Recent simulations have
proposed that this alignment between the dipole moment of the
guest and the host could be enhanced by emitters which have a
sizeable dipole moment already in the ground electronic state52.

SSSE have been shown to be especially important in 3rd gen-
eration OLEDs exploiting TADF17,37,38,53–58. The origin of this
derives from recent work demonstrating that TADF is not simply
a cyclic process between the singlet and triplet CT manifolds, but
involves coupling to other states12,38,40,42,47,59,60, such as local
triplet ππ∗ (3LE)12 or nπ∗ states40. The effectiveness of the mix-
ing between the states and therefore of the overall TADF process
crucially depends energy gap between them. However, while CT
states are strongly stabilised in hosts with higher polarity, other
states, such as 3LE, will be less so. Crucially this will alter the
gap between these states and is likely to significantly change the
efficiency of TADF38.

3.5

3.0

2.5

2.0

1 CT
 E

ne
rg
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(e

V)

200150100500
Time (ns)

 without Environment
 with Environment

Fig. 9 Time dependence of the S1 (1CT) state during the first 200 ns
after population of the 1CT of 3,7-PTZ-DBTO2 in DPEPO with (black)
and without (red) the effect of the local environment. The error bars
correspond to the standard deviation of the 20 sampled configurations
at each time step.

Besides this static polarity effect, largely analogous to solu-
tion phase solvation, a number of interesting subtle effects for
TADF emitters in the solid state have also been observed17,56.
These display a temporal component to their behaviour. After
photoexcitation an initial red-shift of the emission is observed.
This is associated with the structural rearrangement of the emit-
ter and local embedding environment in the excited state. This
red shift continues, albeit at a slower rate into the nanosecond
timescale17,56. However, from ∼100 nanoseconds until the mi-
crosecond time frame a pronounced blue-shift is observed. It is
noted that the magnitude and the exact timescales of the pro-
cesses involved are dependent on the particular guest-host com-
bination used.

In recent work, Northey et al.52 used molecular dynamics to
study these dynamical SSSE in TADF emitters. Figure 9 shows the
time evolution of the 1CT state of 3,7-PTZ-DBTO2 in DPEPO for
200 ns after excitation. A significant stabilisation of the CT state
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Fig. 10 Schematic of 1CT energetics and the mechanisms responsible,
during the excited state lifetime of a TADF emitters in the solid state.
The exact timescales do depend on the nature of the guest and host
systems involved

is observed within the first 1 ns, which is corresponds to an initial
small reorientation of the host molecules. However, subsequently
there is no spectral shifts of the emission energy between 20 and
200 ns. This shows that the time dependent red and then blue
shift occurring on the nano- and micro- second timescales cannot
be a guest-host effect. Instead, it arises from the dispersion of CT
conformations present in the solid, whose characteristics are very
sensitive to geometric structure. Indeed small changes, for exam-
ple the dihedral angle between the donor and acceptor groups,
can increase the orbital overlap and therefore the exchange en-
ergy. This will push the 1CT to higher energy energy, but also
increase the oscillator strength meaning it will radiate quicker.
Configurations with a purer CT character will emit at lower en-
ergies and later in time causing the emission (i.e. before ISC)
to red shift. The blue shift observed at longer times can be ex-
plained using a similar effect, referred to as reverse dispersion.
Those conformations, which have a higher 1CT energy and os-
cillator strength will also have a larger ∆ES−T and this will slow
down the rISC, due to its exponential dependence on the energy
gap. Consequently, in contrast to the prompt emission, conforma-
tions with the smaller gap will emit first in the delayed component
as they are limited by the rISC. This will lead to the later emis-
sion exhibiting a blue shift. Overall, this dynamic component will
have the effect of broadening the emission spectrum in a device
which is undesirable.

7 Conclusions and Perspectives
In this feature article, the recent progress in theoretical and com-
putational chemistry to understand the mechanism of TADF emit-
ters has been discussed. Instead of discussing the plethora of
TADF emitters present in the literature, we provided a focused
discussion upon a single TADF emitter, namely 3,7-PTZ-DBTO2,
to provide insight into the key aspects of the TADF. It is empha-

sised that the fundamental aspects discussed are generally ap-
plicable. These include: i) Efficient TADF operates via a spin-
vibronic mechanism, which is dynamic in that it depends on
molecular vibrations. ii) Regio- and stereo- isomerisation plays
a significant role in the efficiency of the TADF iii) The role of the
host molecule is crucial for the performance of TADF, although
the behaviour of SSSE cannot be thought of as entirely analogous
to solution phase solvation.

One of the the biggest challenges in the application of TADF
emitter remains the width of the emission and the outcoupling.
For the former, a narrow emission can be achieved by rigidifi-
cation of the molecule. However, this would work against the
spin-vibronic mechanism12. Indeed, the roll-off for narrow emit-
ters61–63 is suggestive of a slower rISC as one would expect given
the spin-vibronic mechanism, i.e. making a molecule more rigid
will quench the spin-vibronic mechanism. A careful balance must
therefore be achieved, and it appears likely that one may need
to either choose to sacrifice efficiency for an intrinsically narrow
emission or aim for highest performance and mechanically filter
unwanted emission

In both cases, a significant enhancement in the EQE could
be achieved by increasing the outcoupling, which in the case
of randomly orientated emitters places an upper limit of ∼30%
efficiency on the devices. At present, most TADF system are
broadly based upon orthogonally coupled D-A units. However,
horizontally alignment within films is best achieved using pla-
nar molecules as shown by Kim et al.64. Recently, Chen et al.65

proposed a new planar molecule, which is coplanar due to in-
tramolecular H-bonding interactions. While the singlet-triplet gap
remains too large to efficient TADF, leading to a long delayed
fluorescence lifetimes, it represents a promising starting point
from which to build. Rajamalli et al.66 have also exploited H-
bonding interactions between the donor and acceptor groups to
achieve both high outcoupling and narrower emission than stan-
dard TADF molecules. In this case, the krISC appears not to be
sacrificed leading to a molecule with a good efficiency even at
higher luminance.

An alternative approach to achieve narrow emission and
high external quantum efficiencies. developed Adachi and co-
workers67 utilises an efficient fluophore along with TADF mate-
rials doped into the host-matrix. In this case, charge recombina-
tion occurs at the TADF co-host molecules. However, the co-host
is not used for emission, but instead for purely converting the
triplet excitons into singlets. It can therefore optimised for max-
imum rate of reverse intersystem crossing at the sacrifice of the
oscillator strength, i.e. its emission lifetime doesn’t matter. Emis-
sion occurs via singlet energy transfer from the TADF materials
(co-host) to the fluophore via Forster resonant energy transfers
(FRET). This has been termed hyper-fluorescence technique (also
known as TADF-assisted fluorescence). The fluorescence emitter
can therefore be chosen with both a large oscillator strength min-
imising the excited state lifetime and a narrow emission to in-
crease the colour purity. Dexter energy transfer68 of the triplet
states of TADF co-host can be prevented by controlling concen-
tration of the fluophore compared to the concentration of TADF
co-host67 or by using Dendritic Fluorophores68. While this is a
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promising approach, the energetics makes developing the hyper-
fluorescence concept to make efficient blue emitters is extremely
challenging. In addition, while this has been studied experimen-
tally, their is presently a need to develop a detailed understand-
ing of the mechanism of hyper-fluorescence, for which theory and
computation will play a vital role.
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