
Durham Research Online

Deposited in DRO:

03 November 2010

Version of attached �le:

Published Version

Peer-review status of attached �le:

Peer-reviewed

Citation for published item:

Dai, D.C. and Xu, S.J. and Shi, S.L. and Xie, M.H. and Che, C.M. (2006) 'Observation of both second
harmonic and multiphoton absorption induced luminescence in ZnO.', IEEE photonics technology letters., 18
(14). pp. 1533-1535.

Further information on publisher's website:

http://dx.doi.org/10.1109/LPT.2006.877620

Publisher's copyright statement:

c© 2006 IEEE. Personal use of this material is permitted. However, permission to reprint/republish this material for
advertising or promotional purposes or for creating new collective works for resale or redistribution to servers or lists,
or to reuse any copyrighted component of this work in other works must be obtained from the IEEE.

Additional information:

Use policy

The full-text may be used and/or reproduced, and given to third parties in any format or medium, without prior permission or charge, for
personal research or study, educational, or not-for-pro�t purposes provided that:

• a full bibliographic reference is made to the original source

• a link is made to the metadata record in DRO

• the full-text is not changed in any way

The full-text must not be sold in any format or medium without the formal permission of the copyright holders.

Please consult the full DRO policy for further details.

Durham University Library, Stockton Road, Durham DH1 3LY, United Kingdom
Tel : +44 (0)191 334 3042 | Fax : +44 (0)191 334 2971

https://dro.dur.ac.uk

https://www.dur.ac.uk
http://dx.doi.org/10.1109/LPT.2006.877620
http://dro.dur.ac.uk/7508/
https://dro.dur.ac.uk/policies/usepolicy.pdf
https://dro.dur.ac.uk


IEEE PHOTONICS TECHNOLOGY LETTERS, VOL. 18, NO. 14, JULY 15, 2006 1533

Observation of Both Second-Harmonic
and Multiphoton-Absorption-Induced

Luminescence in ZnO
D. C. Dai, S. J. Xu, S. L. Shi, M. H. Xie, and C. M. Che

Abstract—The confusion over second-harmonic generation
(SHG) and multiphoton-absorption (MPA)-induced luminescence
in ZnO is observed under excitation with femtosecond laser
between 800 and 1000 nm at room temperature. Excitation power
dependence measurements show SHG is a two-photon process,
and MPA is a three- or four-photon process. These are confirmed
with interferometric pulse autocorrelation experiments. Excita-
tion power density is a main regulatory factor for this confusion.

Index Terms—Interferometric autocorrelation, luminescence,
multiphoton absorption (MPA), second-harmonic generation
(SHG), zinc oxide (ZnO).

RECENTLY, ZnO has attracted increasing interest as
a promising wide bandgap optoelectronic material in

the ultraviolet (UV) band for applications as laser diode and
light-emitting diode operating at room temperature. Beyond
the optical properties induced by UV laser [1], its nonlinear
optical properties induced by visible and near-infrared lasers
have drawn much attention in past years. For example, second-
(SHG) or third-harmonic generation [2]–[9], multiphoton
absorption (MPA) [10]–[12], and MPA-induced luminescence
[13]–[15]. Of particular interest are the nonlinear properties at
the half bandgap spectral range [3], [6], [8], [9], [12], [14], [15].
These are all significant not only for understanding the basic
physical properties but also for the development of applications
in nonlinear optoelectronics.
Under excitation with femtosecond lasers at 800 nm

(1.55 eV), slightly below the half bandgap of ZnO (Eg
eV), the papers [3], [6], [8], and [9] reported only the

SHG process in different ZnO materials; however, other work
([12] and [14]) discussed only the two-photon absorption (2PA)
process in ZnO films. In other words, by applying similar
excitation lasers ( ) to similar materials, completely different
results are observed. Clearly it seems that the two bodies of
work are contradictory.
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Fig. 1. MPA-induced luminescence spectra of ZnO. (Color version available
online at http://ieeexplore.ieee.org.)

In this letter, we discuss our observations on the confusion
over SHG and MPA processes at the three-photon absorption
band of ZnO ( nm nm). Two distinct pro-
cesses are distinguishable using excitation power dependence
measurements, and with femtosecond interferometric pulse au-
tocorrelation experiments. The SHG is a two-photon process:
it always has a quadratic relationship with excitation power;
yet the MPA is a three- or four-photon process: it follows the
cubic or higher order power law. The excitation power density
is a main regulatory factor for this confusion. And, the inter-
ferometric pulse autocorrelation of four-photon absorption is
demonstrated for the first time.
The sample used in our experiments is a wurtzite structure

ZnO single crystal with a thickness of 1 mm. The femtosecond
laser source is a self-mode-locked Ti : sapphire oscillator
(Tsunami), delivering 80-fs pulses at 82 MHz and is tunable
between 700 and 1000 nm; the pulse spectrum is near Gaussian
shape, and its bandwidth is 20 nm. The excitation laser
is focused onto the sample at near normal incidence with a
20-cm focal mirror. Backward luminescence from the sample
is recoded with a spectrometer and a photomultiplier tube. The
power of excitation laser is controlled with a neutral density
filter. The interferometric pulse autocorrelation experiments
are carried out with a Michaelson-type interferometer [16].
Other details of the experiments are presented in [15]. All of
experiments are performed at room temperature.
Fig. 1 shows the representative femtosecond laser MPA-in-

duced luminescence spectra of ZnO excited at different wave-
lengths. The narrowUVband at 395 nm (3.14 eV) and broad vis-
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Fig. 2. (a) Excitation power-dependent luminescence spectra of ZnO for � �

��� nm; (b) and (c) Excitation power dependence of SHG and luminescence of
ZnO for � � ��� nm and � � ��� nm, respectively. The data for 395 nm
are reproduced from [15], the solid lines are fitting results. (Color version avail-
able online at http://ieeexplore.ieee.org.)

ible band centered at 492 nm (2.52 eV) are luminescent emis-
sions of ZnO; their relative intensities and the related photo-
physical processes under such multiphoton excitation have been
discussed in [15]. The luminescence of ZnO becomes weak as

nm, and can hardly be detected by our system as
nm because the threshold for multiphoton excitation

is close to the maximum output power of our laser.
The SHG emission peaks of the excitation laser aremarked by

arrows in Fig. 1. They always overlap with certain spectral com-
ponents of luminescent spectrum of ZnO, and are often identi-
fied as shoulders as 880 nm nm because the band-
width of visible luminescence ( 100 nm) is much broader than
that of the SHG emission ( 15 nm). The SHG emission peaks
are easy to resolve as nm as the MPA-induced lumi-
nescence in ZnO becomes weak. The SHG emission is difficult
to observe as nm because it falls into the strong linear
absorption band of cross bandgap transition of ZnO. The mech-
anism of the SHG process in different ZnO materials has been
discussed extensively [2]–[9].
To further elucidate the apparent confusion between MPA-

induced luminescence and SHG emission in ZnO, excitation
power dependence of three emission bands for each has been
measured, the representative results are depicted in Fig. 2 on
logarithmic scale. Fig. 2(a) shows the excitation power-depen-
dent luminescence spectra for nm. The peak posi-
tion of the UV band shifts gradually from 400 nm at lower ex-
citation power to 395 nm at higher power. Actually, this UV
band is a result of superposition of MPA-induced UV lumines-
cence (395 nm) and SHG emission (400 nm); two peaks are

hard to resolve by deconvolution in a single luminescent spec-
trum as both the wavelength and bandwidth of the peaks are
so close. The SHG is a strict two-photon process and always
has a quadratic relationship with excitation power, yet the MPA
is a resonant three-photon process at nm and fol-
lows a cubic power law; hence, the intensity of the component
at 395 nm grows much faster than that at 400 nm as the ex-
citation power is increased. As a result, the UV component at
395 nm dominates the spectra at higher excitation power. When
the excitation power is lower than the threshold for MPA, the
MPA-induced luminescence is very weak, SHG emission dom-
inates the UV band, and the peak position is 400 nm.
Fig. 2(b) and (c) plot the intensities of the three deconvolved

emission bands as a function of excitation laser power for
nm and nm, respectively. The slopes obtained

from fitting are 2.0, 4.2, and 3.4 for SHG emission, MPA-
induced UV, and visible luminescence, respectively. The data
from other give similar results. These immediately prove
that SHG is a two-photon process, and MPA is a three- or four-
photon process. The deviation of the slope for the three-photon
process from 3.0 to 4.2 is attributed to the involvement of the
deep centers as intermediate states in the multiphoton transition,
which makes the MPA transition responsible for UV lumines-
cence a four-photon process [15].
Generally, the power density threshold for a three-photon

process is higher than that for a two-photon process by at
least one order of magnitude for certain , hence, the SHG
emission in ZnO can be generated efficiently at lower excitation
power as nm nm, MPA requires higher
excitation power. These are obvious in Fig. 2. Under normal
laboratory conditions with nanosecond lasers, the power den-
sity is only sufficient for studying the SHG process in ZnO
[2], [4], [5]; however, the use of femtosecond lasers allows for
higher excitation power density ( 1GW/cm ); for example in
[12] and [14] 2PA in ZnO is clearly detected through the use of
tightly focused femtosecond laser even with a microscope ob-
jective. When excitation power density is properly controlled,
femtosecond lasers can also be used to generate SHG emission
in ZnO [3], [6], [8], [9], yet care must be taken to avoid the
confusion from MPA-induced luminescence.
The interferometric pulse autocorrelation technique is

frequently used for quantitative characterization of the mul-
tiphoton process and ultrashort laser pulse [16]. The signal
background ratio of the autocorrelation trace is an indicator
of the order of certain MPA processes: the ratios for two-,
three- and four-photon processes are 8 : 1, 32 : 1, and 128 : 1,
respectively [15]–[17]. To further investigate the confusion
between SHG- and MPA-induced luminescence in ZnO, the
interferometric autocorrelation experiments are carried out for
each while the SHG emission, UV, and visible luminescence
are being monitored. The representative results are plotted in
Fig. 3. The signal background ratios obtained from UV traces
range from 45 : 1 ( nm) to 128 : 1 ( nm),
those from visible traces are from 25 : 1 ( nm) to 45 : 1
( nm). These ratios indicate the MPA responsible
for UV luminescence is mainly a four-photon process, and the
MPA responsible for visible luminescence is a three-photon
process. The ratios from the SHG emission are always close to
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Fig. 3. Interferometric pulse autocorrelation traces for � � ��� nm and
� � ��� nm. The backgrounds are normalized to 1 for all traces. (Color
version available online at http://ieeexplore.ieee.org.)

8 : 1, but slightly larger ( 13 : 1, see Fig. 3); this is because the
SHG signal recorded in detection contains a small contribution
from the MPA-induced luminescence. The results of these
experiments are consistent with the excitation power depen-
dences in Fig. 2. To our knowledge, this is the first report of an
interferometric autocorrelation trace with a ratio of 128 : 1.
By the fundamentals of nonlinear optics, the SHG efficiency

is determined by microscopic symmetry of material structure
and the incident angle of laser beam [3]–[5]; additionally, the
visible luminescent band of ZnO is tightly related to the level
of defect states [15]. To achieve full understanding of the con-
fusion, further experiments on ZnO crystals and films with dif-
ferent defects level are necessary. The perfect ZnO crystal does
not contain defect states, hence, it has no visible luminescence,
so the confusion does not exist as nm. However, it
is still a challenge at present to make such a high-quality ZnO
material because the bandgap is too broad to avoid the inclusion
of any defects.
In summary, we have studied the relationship between SHG-

and MPA-induced luminescence in ZnO with a femtosecond
laser between 800 and 1000 nm. The excitation power density

is a main regulatory factor for this confusion; it can be used to
selectively control SHG or MPA process in ZnO. The interfer-
ometric autocorrelation for four-photon absorption is demon-
strated for the first time. This letter is instructive in the develop-
ment of nonlinear optical applications of ZnO.
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